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Principle
EN	 13773	 standard	 –	 FR	 fabric	 test	 for	 European	 contract	 industry

Step	 1	 –	 EN	 1101

Step	 2	 –	 EN	 13772

Step	 3	 –	 EN	 1102

	 

	 

	 

	  

Results

Class	 1:

Class	 2:

Class	 3:

Class	 4:

Class	 5:

EN 13773 


